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Answer ALL Questions
Part A: 10 X 2 = 20 
1. What is metal spinning process? Define casting?
2. When do you make core (or) what is function of core in moulding sand?
3. Explain the core making process?
4. Mention the specific advantages of carbon di oxide process?
5. Write the composition of good moulding sand?
6. What are chaplets?
7. List the factors to be considered in the choice of metal melting furnace?
8. What are the reasons for the casting defects of cold shuts and misrun?
9. Name four different casting defects.
10. How casting defects are identified?
Part B: 16 X 5 = 80 Marks
1. Explain the CO2 process of core making state its advantages and applications. (16) (OR)
2. State the different type of mould. Write a short note on „Green sand mould and shell
moulding (16)
4. What are the different types of furnace used in foundry? Describe in detail with neat
sketches any one of them. (16)
4. Explain briefly the various moulding method used in foundries. (16)
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6. Explain the method of electron beam welding and given their applications (16)
7. Describe plasma Arc welding and given their applications. (16)
8. Describe and explain Ultrasonic welding and give their applications. (16)
9.. Explain Thermit welding and given their applications. (16)
10.. What is frication welding? give their advantage and limitations. (16)
                 3.. What are the advantages and disadvantages and limitations of adhesive bonding. (16)
